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The skyrmion crystal (SkX) characterized by a triple-q helical spin modulation has been reported to be a
unique topological state that competes with the single-q helimagnetic order in noncentrosymmetric materials
with Dzyaloshinskii-Moriya (DM) interactions. Here, we report the discovery of a rich variety of multiple-q
helimagnetic spin structures in the centrosymmetric cubic perovskite SrFeO3 without DM interactions. On the
basis of neutron diffraction measurements, we have identified two types of robust multiple-q spin structures
that appear in the absence of external magnetic fields: an anisotropic double-q spin spiral and an isotropic
quadruple-q spiral hosting a three-dimensional lattice of topological singularities. The present system not only
diversifies the family of SkX host materials but furthermore provides an experimental missing link between
centrosymmetric lattices and topological helimagnetic order. It also offers perspectives for integration of SkXs
into oxide electronic devices.
DOI: 10.1103/PhysRevB.101.134406
I. INTRODUCTION

The discovery of novel magnetic structures has the potential to open new fields in condensed-matter physics. This
is exemplified by magnetic skyrmions with a vortexlike spin
configuration, which has led to a multitude of possible applications of topological spin textures in spintronics [1–5].
Highly symmetric crystal lattices allow magnetically ordered
states with different equivalent propagation vectors q, and
complex mesoscopic superstructures can emerge from superpositions of several such degenerate states. The “skyrmion
crystal” (SkX), viewed as a multi-q superposition of magnetic
skyrmions spin helices, has garnered particular recent attention because of its intriguing connection to topological spin
and charge transport phenomena [6–9].
So far, SkXs have mostly been reported for noncentrosymmetric lattices, with details depending on the symmetry of
the underlying crystal lattice, the magnetic anisotropy, and
the relative strength of the competing interactions, i.e., the
ferromagnetic exchange interaction and the DzyaloshinskiiMoriya (DM) interaction [5]. Three types of two-dimensional
SkX characterized by multiple coplanar q vectors have been
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reported: (i) a Bloch-type SkX formed by superposing three
proper-screw spin modulations, which has been found in
chiral helimagnets such as B20 compounds (MnSi, FeGe,
etc.) [3,10–12], Cu2 OSeO3 [13], and Co-Zn-Mn alloys [14],
(ii) a Néel-type SkX formed by three cycloidal spin modulations found in polar helimagnets, like GaV4 (S,Se)8 and
VOSe2 O5 [15–18], and (iii) an antiskyrmion crystal formed
by three spiral spin modulations found in a Mn-Pt-Sn inverse
Heusler compound with D2d symmetry [19]. Note that the
DM interaction induced at a surface or interface can stabilize
the Néel-type SkX as seen in a Fe monolayer on an Ir(111)
surface [20]. Recently, a three-dimensional topological spin
structure generated by triple-q vectors that are orthogonal to
each other was identified in the B20 compound MnGe with
the DM interaction [21]. This spin structure has hedgehog and
antihedgehog singularities bridged by intervening skyrmion
strings, where the associated emergent magnetic monopole
and antimonopole manifest themselves as a source of anomalous magnetotransport phenomena [7,22].
In noncentrosymmetric helimagnets, the DM interaction
originating from spin-orbit coupling apparently plays an important role in the formation of a SkX by selecting both the helicity and vorticity for each skyrmion [7,21,22]. On the other
hand, the emergence of SkXs has been theoretically predicted
also to occur in centrosymmetric helimagnets with high lattice
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FIG. 1. (a) Magnetic phase diagram for the applied field direction along [111]. The shaded and the white regions in phase I correspond
to states with 12 and 3 domains, respectively. The schematic crystal structure and quadruple-q vectors viewed along [111] are shown on the
right-hand side. (b) Double-q spin structure in phase I and (c) quadruple-q spin structure in phase II (the color of each spin corresponds to the
spin component along the direction perpendicular to both q1 and q2 for (b) and that along [111] for (c), respectively). The magnified views
around the singular points are shown at the bottom. Note that we adopt q1 and q2 instead of q1 and q2 for phase I.

symmetry [23–28]. In the absence of the DM interaction, these
helimagnets have the potential to show rich topological spin
textures due to fewer constraints on the spin helix. There
exist a large number of centrosymmetric helimagnets, some
of which show multiple-q spin modulations such as the rareearth magnets [29,30]. However, the presence of topologically
nontrivial helimagnetic phases in centrosymmetric systems
remains to be explored.
The simple cubic perovskite SrFeO3 with crystal structure
displayed in Fig. 1(a) is known to host a helimagnetic order
below 130 K with metallic conductivity [31,32]. The origin
of the helimagnetic order in SrFeO3 and related iron oxides
has been discussed in terms of the competing exchange interactions, i.e., the nearest-neighbor and further-neighbor interactions [33] or the double-exchange mechanism considering
the itinerant oxygen p holes [34,35]. Early neutron diffraction

data were described in terms of a single-q proper-screw spiral
with the propagation vector along the [111] or equivalent
directions of the cubic lattice [32]. Recently, however, SrFeO3
was shown to display a rich variety of helimagnetic phases
depending on temperature and external magnetic field, as
shown in Fig. 1(a) [36,37]. Among them, phases I and II are
extraordinary in the sense that they exhibit a large unconventional Hall effect [36,38,39]. The presence of sharp phase
transitions with unusual transport signatures indicates wellordered magnetic superstructures, rather than an incoherent
superposition of domains of the single-q structure with different propagation vectors. In both phase I and phase II, the Hall
resistivity as a function of H along [111] increases nonlinearly
and reaches a maximum below the phase boundary to phase
IV or phase V. While this behavior implies the emergence of
noncoplanar and/or topological spin textures with scalar spin
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chirality [6,7], the magnetic structures within each phase have
remained elusive. In this work, on the basis of comprehensive
single-crystal neutron diffraction studies, we reveal that the
magnetic structures of the mysterious phases in the centrosymmetric cubic perovskite SrFeO3 can be topological in
nature, being identified as anisotropic double-q and isotropic
quadruple-q helimagnetic structures, respectively.
II. EXPERIMENT

Single crystals of SrFeO3 and SrFe0.99 Co0.01 O3 were obtained by high-pressure oxygen annealing of large single crystals of the oxygen-deficient perovskite with brownmilleritetype structure as described in Refs. [36,40]. The orientation
of the single crystal with dimensions of about 3 × 3 × 2 mm3
was checked by x-ray Laue diffraction.
The temperature and magnetic field variations of the neutron diffraction intensities shown in Figs. 2, S3, S5, and S6
were measured for SrFeO3 with a cold neutron time-of-flight
diffractometer, WISH (Wide angle In a Single Histogram)
[41,42], at the ISIS facility in the United Kingdom. The
single-crystal SrFeO3 was loaded into a vertical-field cryomagnet, whose maximum field is 13.5 T. The cubic [111] axis
was set to be parallel to the magnetic field. The cryomagnet
has a large vertical opening angle from −5◦ to 10◦ , which
enabled us to measure the out-of-plane incommensurate magnetic reflections around the reciprocal lattice point of (1, 1̄, 0)
(Figs. 2 and S3) as well as that of (0, 0, 0) (Figs. S5 and S6)
under magnetic field along the [111] direction [42].
Small-angle neutron scattering (SANS) measurements
were carried out for SrFe0.99 Co0.01 O3 with a vertical-field cryomagnet (7 T at maximum) at the cold diffractometer MIRA
at the German research neutron source Heinz Maier-Leibnitz
FRM II, Garching, Germany [43,44], and a horizontal-field
cryomagnet (6.8 T in maximum) at the SANS-I instrument
at the Swiss spallation neutron source SINQ, Paul Scherrer
Institute, Villigen, Switzerland. We employed an experimental
setup of the horizontal configuration [see Fig. S1(a)], in which
the sample can be rotated by 360◦ around the [1̄1̄2] axis
(ω axis), and vertical configuration [see Fig. S1(b)], in which
the sample can be rotated by 360◦ around the [111] axis (ω
axis) [42]. In both experimental configurations, the magnetic
field was applied parallel to the [111] axis and perpendicular to the incident neutron beam. Experimental data taken
at MIRA were collected in both polarized and unpolarized
modes at a wavelength λ = 4.5 Å, and those at SANS-I
were collected in the unpolarized mode at λ = 4.7 Å. For
the SANS experiments, we used SrFe0.99 Co0.01 O3 instead of
SrFeO3 because SrFe0.99 Co0.01 O3 exhibits the same magnetic
phases as SrFeO3 but is more suitable for studying the II-V
phase transition by the SANS diffractometer equipped with
a spin analyzer and a cryomagnet of 7 T since its transition
field is reduced below 7 T. The observed magnetic reflections
are located around the reciprocal lattice point of (0, 0, 0).
The background of each data set was determined at high
temperatures above 135 K and accordingly subtracted. The
polarization of neutron spins was generated by the magnetic
field gradient near the vertical superconducting magnet. The
neutron flipping ratios F for the measurements at 0.3 and 7 T
are 4.9 and 3.0, respectively. Here, F is related to the neutron
polarization Pn by F = (1 + Pn )/(1 − Pn ).

III. RESULTS AND DISCUSSION
A. Multiple-q helimagnetic spin structures

Figures 1(b) and 1(c) illustrate the spin structures reproduced by the superposition of the double-q and quadruple-q
magnetic modulations, which we propose in this study as
models for phases I and II, respectively. Note that we tentatively adopt the same helicity and phase for each spin
modulation. Owing to the cubic symmetry of the crystal, there
are four q vectors: (q, q, q), (−q, −q, q), (−q, q, −q), and
(q, −q, −q); in this paper, we refer to them as q1 , q2 , q3 , and
q4 , respectively, as described in Fig. 1(a). As explained later in
detail, phase I can be described as a double-q structure encompassing proper-screw and cycloidal modulations with slightly
different q vectors, so that the overall symmetry of the superstructure is reduced [42]. As shown in Fig. 1(b), there exist
singularities indicated by the blue and red circles surrounded
by noncoplanar vortexlike spin configurations. On the other
hand, for phase II, four equivalent proper-screw-type spin
modulations yield a fcc lattice of topological singularities,
at which the hedgehog (antihedgehog) spin texture acts as the
source (sink) of the emergent magnetic fields [Fig. 1(c)], i.e.,
an emergent magnetic monopole (antimonopole). Considering
the theoretical calculations in Ref. [45], the observation of
the topological Hall effect in phase II is consistent with the
emergence of this three-dimensional topological spin texture
[22]. Here, we define the topological number as the integral
of the solid angle made by the three adjacent spins around
the singular point as described in Refs. [4,45]. Following this
definition, the local topological numbers for the hedgehog
and antihedgehog spin textures in phase II are 1 and −1,
respectively, whereas that for the singularities in phase I is
not a nonzero integer. Thus, while the spin texture in phase II
is topological, that in phase I might not be topological.
B. Temperature dependence of the magnetic scattering intensity

First, let us identify the multiple-q state in phases I and
II on the basis of results of high-resolution neutron diffraction
measurements for SrFeO3 at the WISH diffractometer at ISIS.
Figure 2(a) shows integrated intensities of incommensurate
magnetic reflections around the (1, 1̄, 0) reciprocal lattice
point, which were measured on heating in zero field after field
cooling (FC) with an external field H of 7 T along the [111]
axis. The data labeled qi show the intensity corresponding to
the magnetic modulation vector qi . We found that the intensity
for the modulation vector of q1 at zero field was largely
enhanced after the FC process with H parallel to q1 as shown
in Fig. 2(a). This tendency is reminiscent of a proper-screwtype magnetic order, in which a q vector parallel to H would
be selected through the FC process due to the difference in the
Zeeman energy. This is also consistent with the early neutron
diffraction study proposing a simple screw-type structure [32].
However, nonzero scattering intensities are found not only
for q1 but also for q2−4 . Thus, the possibility of the single-q
proper-screw spin structure can be ruled out for phase I and
likewise for phase II. These results suggest that the magnetic
structure of phase I is a multiple-q structure having at least two
magnetic modulations: the major component with a properscrew-like modulation (q1 ) and additional modulations (q2−4 ).
Importantly, for phase I, the intensities of the reflections
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with varying magnetic field at the selected temperatures after
ZFC, as shown in Figs. 2(b) and 2(c) (for the raw data, see
Fig. S3 [42]). At 50 K and zero field in phase I, the scattering
intensities for q1−4 are distributed in a certain range, reflecting the multidomain state of the anisotropic multiple-q spin
structure. As H is increased beyond 5 T, the intensity for q1
parallel to H becomes larger, and the others become smaller.
The significant H-induced change with a large hysteresis
at low H is ascribable to the domain reorientation, as also
suggested by the previous report on the magnetoresistance
anomaly measured after ZFC [see the shaded area in Figs. 1(a)
and 2(b)] [36]. Here, we would like to emphasize that the
intensities for q2−4 never disappeared even in a magnetic field
of 12 T. This is more evidence of the anisotropic double-q
magnetic structure in phase I. For phase II, on the other hand,
the scattering intensities for q1−4 are comparable to each
other, and H-dependent anomalies and hysteresis are absent
[see Fig. 2(c)], being consistent with the presumed isotropic
quadruple-q helimagnetic structure. Upon an increase in H
to 12 T that induces the II-IV phase transition, the intensity
distribution tends to become the one expected for the single-q
state. However, since the maximum H of 12 T is located
near the phase boundary and the scattering intensities for
q2−4 remain nonzero, further experiments with larger H are
indispensable to characterize the spin structure of phase IV.
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FIG. 2. (a) Temperature dependence of integrated intensities of
the magnetic scattering along qi (i = 1–4) measured at zero field after
field cooling. The total intensity for q1−4 is also shown. Magnetic
field dependence of the magnetic scattering intensities for (b) phase
I at 50 K and (c) phase II at 100 K. The data with solid lines and
dashed lines were measured on increasing and decreasing the field
along [111], respectively. The data for (b) and (c) were measured
after zero-field cooling from room temperature.

corresponding to q2 , q3 , and q4 can be different from each
other not only after the zero-field-cooling (ZFC) process but
after the FC process (see Fig. S2 for details [42]). In other
words, the threefold rotational symmetry about the [111] axis
is absent in phase I, reflecting the anisotropic magnetic structure allowing multidomain states under an external field along
[111]. Therefore, we propose that phase I has the anisotropic
double-q spin structure consisting of two kinds of magnetic
modulations, one of which is proper-screw type. On the other
hand for phase II, the scattering intensities are comparable
to each other, suggesting that the field-oriented anisotropic
magnetic structure in phase I disappears upon the first-order
phase transition to phase II.
C. Field dependence of the magnetic scattering intensity
in phases I and II

Having confirmed the multiple-q state in phases I and
II, we measured the intensities of the incommensurate magnetic reflections around the (1, −1, 0) reciprocal lattice point

D. Direction of the helimagnetic q vectors in phases I and II

To further characterize the multiple-q spin structure and the
domain state in phase I, we measured SANS for q1 and q2
after FC and ZFC. The SANS experiments were performed
for SrFe0.99 Co0.01 O3 with essentially the same phase diagram
as SrFeO3 [see Fig. 4(a) below] [46], while the magnitudes of
the q vectors of SrFe0.99 Co0.01 O3 are about 8% smaller than
that of SrFeO3 . Figure 3(e) shows the magnetic reflections
around q1 as functions of χ and ω measured at 3 K
after FC. Here, χ and ω correspond to the relative angles
from [111] to vertical and horizontal directions, respectively,
in the horizontal configuration [see Fig. 3(a)]. The intensity
of the profile at selected χ and ω is obtained by the
integration as a function of the momentum transfer vector
Q in the range 0.28  |Q|  0.38 (for details, see Fig. S4
[42]). The scattering profile for q1 revealed that the magnetic
modulation wave vector is no longer described by the simple (q, q, q) but split into three peaks indexed as (q, q, q )
(=q1(2) ), (q, q , q) (=q1(3) ) and (q , q, q) (=q1(4) ), where q 
0.114 (r.l.u.) and q  0.123 (r.l.u.) (r.l.u. denotes reciprocal
lattice unit.). The observation of the triplet peaks around q1
after FC with H parallel to [111] is a signature of the three
q-dependent domains (for details, see Fig. S2 [42]). On the
other hand, for q2 in Fig. 3(g), a single peak is found at a
position slightly shifted from the [1̄1̄1] direction, which is
assigned to be (−q, −q, q ) (=q2(1) ). The azimuthal directions
of these propagation vectors deviate from the 111 equivalents, so that the double-q state in phase I can accommodate
the angular mismatch between the two q vectors. As the
temperature increases through the I-II phase transition at 90 K,
the directions of all propagation vectors become parallel to
the 111 equivalents, consistent with the proposal for the
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FIG. 3. (a) Schematic representation describing the crystallographic directions and the azimuthal positions of magnetic scattering peaks in
the horizontal configuration for phase I after field cooling (FC). The three red balls indicated by the red square on the gray sphere correspond
to the triplet magnetic scattering peaks deviating by 2◦ from the [111] direction. (b) SANS data measured at 3 K with the relative rocking angle
ω = 0. The observed magnetic reflection corresponds to the helimagnetic modulation q1(2) , which is indicated by the red arrow in the (a).
Stereographic projections of magnetic scattering peaks in (c) phase I after field cooling and (d) phase II. The solid and open circles represent the
magnetic reflections for the proper-screw and vertical-cycloid-type spin propagations, respectively. (e) and (f) Integrated magnetic scattering
profiles around q1 parallel to [111]. The peaks in (e) and (g) correspond to the triplet red solid circles and a single blue open circle in the (c),
respectively. (g) and (h) Integrated magnetic scattering profiles around q2 parallel to [1̄1̄1]. The intensity is normalized by the largest value.
The data were collected on heating in zero field after field cooling under a magnetic field of 6.8 T for SrFe0.99 Co0.01 O3 . The data in (b), (e), and
(f) were collected with the horizontal configuration, and those in (g) and (h) were collected with the vertical configuration (see Fig. S1 [42]).

isotropic quadruple-q helimagnetic structure in phase II [see
Figs. 3(d), 3(f) and 3(h)]. The schematic representations of the
observed scattering peaks for phases I and II are displayed in
Figs. 3(c) and 3(d), respectively. The numbers of the domain
types of phase I after ZFC and FC states are 12 and 3,
respectively, the latter of which is obtained by considering
the threefold symmetry around [111] (we ignored the helicity
degree of freedom for the consideration of the domain types.).
At least at low temperature, magnetic fields of order ∼10 T
therefore mostly select different equivalent domains without
modifying the magnetic structure substantially. In contrast to

the present system showing distinct q-dependent domains,
the helimagnetic q vectors in MnSi can be continuously
reoriented towards the field direction by small magnetic fields
of 0.1 T [47], which presumably reflects the difference in the
magnetic anisotropy or the helimagnetic period (18 nm for
MnSi and 1.8 nm for SrFeO3 ).
E. Polarized small-angle neutron scattering

Next, we performed polarized SANS experiments to learn
microscopically how the spins are modulating along q2 or q2
after the FC process with H along [111]. Here, we assume
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side shows the effective spin components for spin-polarized SANS.

three possible arrangements of spin modulation: (i) verticalcycloid (-sinusoidal) type with spins on the plane parallel
to q2 and H [Fig. 4(d)], (ii) proper-screw type with spins
on the plane normal to q2 [Fig. 4(e)], and (iii) horizontalcycloid (-sinusoidal) type with spins on the plane parallel to
q2 and normal to H [Fig. 4(f)]. Since only the component of
the magnetic moments perpendicular to the scattering vector
cause neutron scattering, the spin components contributing
to the scattering intensity can be described as shown on the
right side of Figs. 4(d)–4(f). In the polarized SANS measurements, since the non-spin-flip (NSF) and the spin-flip
(SF) geometries detect only the spin components parallel
and normal to H, respectively, the intensity ratios of NSF
and SF scattering at q2 or q2 are expected to display the
dependence represented by the relative lengths of the blue
and red arrows in Figs. 4(d)–4(f). From the intensity ratios,
we can distinguish between the three types of spin spirals
shown on the left side of Figs. 4(d)–4(f), while we cannot
rule out the possibility that the sinusoidal spin modulations
shown on the right side of Figs. 4(d) and 4(f) are proper
models. The measurements were performed after FC in phase
I, so that three kinds of domains with q1 nearly parallel

to H are selected. The inset of Fig. 4(a) shows the ω-scan
profiles of the magnetic scattering for q2 at 3 K and 0.3 T,
which were normalized by the flipping ratios. As shown in
Figs. 4(b) and 4(c), the normalized scattering intensity for the
NSF geometry is much larger than that for the SF geometry in
phase I, whereas the scattering intensities for both geometries
are nearly the same in phase II. This result indicates that
phase I and phase II encompass vertical-cycloid and properscrew states, respectively, propagating along [1̄1̄1], which is
consistent with the fact that the magnetic scattering intensity
along [111] is much larger than those along the other 111
equivalents after FC in phase I, which is not the case for phase
II [see Fig. 2(a)]. In phase V at 7 T, the scattering intensity
for the SF geometry is larger than that for the NSF geometry,
implying that the spin arrangement propagating along [1̄1̄1]
is in the horizontal-cycloid type [see Fig. 4(f)]. It should be
noted here that each multiple-q spin spiral is expected to have
a ferromagnetic component induced by external magnetic
fields, which cannot be confirmed in this work. Thus, it is
reasonable to assume that phase V has multiple-q spin spirals
as well, but further experiments are required to identify the
detailed spin structure.
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IV. CONCLUSIONS

To summarize, we have identified two kinds of multiple-q
spin structures in SrFeO3 that appear robustly even without
external magnetic fields. The anisotropic double-q spin structure in phase I manifests itself as a nontrivial order, reflecting
the versatility of the centrosymmetric lattice that permits
various types of spin spirals. However, this spin texture cannot
explain the observed topological Hall resistivity because the
expected direction of the emergent magnetic flux is perpendicular to the external magnetic field. Future research will
have to assess whether the discrepancy between the expected
and observed directions of the emergent magnetic flux in
phase I arises from an additional internal spin modulation
that is not resolved in the current experiment. On the other
hand, phase II can be described in terms of a topologically
nontrivial order with an isotropic quadruple-q spin spiral that
presumably yields emergent magnetic monopoles as reported
for the noncentrosymmetric helimagnet MnGe characterized
by an orthogonal triple-q spiral [21].
We now turn to the mechanisms underlying the observed
cascade of magnetic phase transitions. The fact that the
diffraction patterns at the lowest temperature in ZFC and FC
states are very similar implies that phase I is not stabilized
by the Zeeman interaction, but rather by anisotropic terms in
the zero-field spin Hamiltonian (such as magnetocrystalline
anisotropies generated by the spin-orbit coupling) that go
beyond the primary isotropic double-exchange and/or superexchange interactions. With increasing temperature, the
corresponding free-energy gain could be offset by the higher
entropy of the more symmetric quadruple-q structure, leading
to the observed phase transition between phases I and II.
Recently, Monte Carlo simulations based on a Kondo lattice
model with a biquadratic interaction defined in momentum
space indicated various multiple-q phases on a centrosymmetric lattice with rotational symmetry [28]. Although this model
does not apply directly to our system, this theoretical work and
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